
Product Quality We in MT Group work in accordance with ISO 9001:2008 quality certification and organize 
our structure with SAP integration to all our plants. In this way, we process all production lines with even and 
intense control. Providing that we have recently run the ICC profile test over our PVC Foam line (please find 
the test outcome below) we are confident that the printing result of our sheet will be reasonable and 
agreeable in your market. The enclosed ICC Test has run under Durst flatbed UV printer machine and 
Durstink at 23C° and %60 humid environment conditions (These conditions are based on experience of 
printing conditions.) As you will also see from below, the standard deviation is very low and color match in 
Pantone reference is agreeable. 
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Color Density Measurements/ X-Rite Spectroeye 
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Pantone 
1245C/std.Color

Pantone 
Yellow 100 

C/Std.
Sample 1 Sample 2

Pantone 
Yellow 
C/Std.

Sample 1 Sample 2 Pantone 
116C/std. Sample 1 Sample 2 Sample 1 Sample 2

Dc 0,01 0,03 0,04 0,02 0,04 0,06 0,01 0,03 0,03 0,27 0,14 0,14
Dm 0,05 0,02 0,04 0,11 0,07 0,09 0,19 0,16 0,17 0,54 0,32 0,33
Dy 0,69 0,34 0,39 1,44 1,01 1,07 1,12 1,12 1,15 1,3 1,21 1,23
dDc -0,02 0,03 0,02 0,04 0,02 0,02 -0,13 -0,13
dDm -0,03 -0,01 -0,04 -0,02 -0,03 -0,02 -0,22 -0,21
dDy -0,35 -0,3 -0,43 -0,37 0 0,03 -0,09 -0,07

Color Pantone 
140C/Std. Sample 1 Sample 2

Pantone 
Orange 

021C/Std.
Sample 1 Sample 2 Pantone 179 

C/Std. Sample 1 Sample 2 Pantone 
181C/Std. Sample 1 Sample 2

Dc 0,79 0,44 0,45 0,06 0,04 0,05 0,17 0,07 0,08 0,7 0,4 0,4
Dm 1,06 0,57 0,57 1,2 0,44 0,44 1,4 0,76 0,76 1,49 0,92 0,93
Dy 1,65 1,32 1,34 1,64 1,22 1,24 1,18 1,27 1,28 1,35 1,39 1,41
dDc -0,35 -0,34 -0,02 -0,01 -0,1 -0,09 -0,3 -0,3
dDm -0,49 -0,49 -0,76 -0,76 -0,64 -0,64 -0,57 -0,56
dDy -0,33 -0,31 -0,42 -0,4 0,09 0,1 0,04 0,06

Color Pantone 
1817C /Std. Sample 1 Sample 2 Pantone 

202C/Std. Sample 1 Sample 2 Pantone 
485C/Std. Sample 1 Sample 2 Pantone 

192C/Std. Sample 1 Sample 2

Dc 0,38 0,56 0,56 0,62 0,39 0,4 0,18 0,11 0,11 0,13 0,12 0,12
Dm 0,45 1,21 1,23 1,46 1,25 1,27 1,25 1,05 1,05 1,58 1,18 1,18
Dy 0,45 1,45 1,49 1,37 1,1 1,12 1,57 1,34 1,34 1,01 0,9 0,9
dDc 0,18 0,18 -0,23 -0,22 -0,07 -0,07 -0,01 -0,01
dDm 0,76 0,78 -0,21 -0,19 -0,2 -0,2 -0,4 -0,4
dDy 1 1,04 -0,27 -0,25 -0,23 -0,23 -0,11 -0,11

Color Pantone 
207C /Std. Sample 1 Sample 2 Pantone 

233C/Std. Sample 1 Sample 2 Pantone 
218C/Std. Sample 1 Sample 2 Pantone 

224C/Std. Sample 1 Sample 2

Dc 0,45 0,24 0,24 0,29 0,18 0,19 0,1 0,05 0,05 0,09 0,05 0,05
Dm 1,7 1,22 1,23 1,69 1,19 1,19 0,67 0,5 0,5 0,67 0,53 0,53
Dy 1,32 0,83 0,84 0,6 0,56 0,56 0,33 0,22 0,22 0,26 0,23 0,24
dDc -0,21 -0,21 -0,11 -0,1 -0,05 -0,05 -0,04 -0,04
dDm -0,48 -0,47 -0,34 -0,34 -0,17 -0,17 -0,14 -0,14
dDy -0,49 -0,48 -0,04 -0,04 -0,11 -0,11 -0,03 -0,02

Color
Pantone 
Purple C 

/Std.
Sample 1 Sample 2 Pantone 

260C/Std. Sample 1 Sample 2 Pantone 
2593C/Std. Sample 1 Sample 2 Pantone 

2617C/Std. Sample 1 Sample 2

Dc 0,38 0,34 0,34 0,88 0,75 0,74 0,68 0,61 0,6 1,32 1,04 1,03
Dm 1,03 0,88 0,88 1,47 1,27 1,27 1,17 0,92 0,91 1,79 1,31 1,3
Dy 0,27 0,41 0,41 0,85 0,71 0,71 0,45 0,44 0,43 0,83 0,69 0,69
dDc -0,04 -0,04 -0,13 -0,14 -0,07 -0,08 -0,28 -0,29
dDm -0,15 -0,15 -0,2 -0,2 -0,25 -0,26 -0,48 -0,49
dDy 0,14 0,14 -0,14 -0,14 -0,01 -0,02 -0,14 -0,14

Color
Pantone 
Violet C 

/Std.
Sample 1 Sample 2

Pantone 
Reflex Blue 

C/Std.
Sample 1 Sample 2 Pantone 

285C/Std. Sample 1 Sample 2 Pantone 
312C/Std. Sample 1 Sample 2

Dc 1,49 1,42 1,4 2,27 1,42 1,42 1,2 1,02 1,02 1,14 0,77 0,78
Dm 1,7 1,3 1,28 1,59 0,88 0,88 0,61 0,5 0,5 0,3 0,26 0,26
Dy 1,46 0,65 0,65 0,63 0,44 0,45 0,21 0,24 0,25 0,27 0,15 0,16
dDc -0,07 -0,09 -0,85 -0,85 -0,18 -0,18 -0,37 -0,36
dDm -0,4 -0,42 -0,71 -0,71 -0,11 -0,11 -0,04 -0,04
dDy -0,81 -0,81 -0,19 -0,18 0,03 0,04 -0,12 -0,11

Color Pantone 
311C /Std. Sample 1 Sample 2 Pantone 

3302C/Std. Sample 1 Sample 2 Pantone 
3298C/Std. Sample 1 Sample 2 Pantone 

357C/Std. Sample 1 Sample 2

Dc 0,67 0,61 0,61 1,62 1,28 1,3 1,53 1,16 1,15 1,41 1,23 1,22
Dm 0,17 0,17 0,17 1,02 0,77 0,77 0,74 0,57 0,56 0,95 0,67 0,67
Dy 0,16 0,14 0,14 1,21 0,87 0,88 1,06 0,7 0,69 1,42 1,35 1,33
dDc -0,06 -0,06 -0,34 -0,32 -0,37 -0,38 -0,18 -0,19
dDm 0 0 -0,25 -0,25 -0,17 -0,18 -0,28 -0,28
dDy -0,02 -0,02 -0,34 -0,33 -0,36 -0,37 -0,07 -0,09

Color Pantone 
361C /Std. Sample 1 Sample 2 Pantone 

3395C/Std. Sample 1 Sample 2 Pantone 
Black C/Std. Sample 1 Sample 2

Dc 0,73 0,73 0,72 1 0,58 0,58 19,08 25,35 25,47
Dm 0,28 0,27 0,27 0,21 0,17 0,17 0,22 2,35 -2,36
Dy 1,23 1,14 1,13 0,67 0,32 0,33 1,08 0,22 0,06
dDc 0 -0,01 -0,42 -0,42 6,27 6,39
dDm -0,01 -0,01 -0,04 -0,04 2,13 -2,58
dDy -0,09 -0,1 -0,35 -0,34 -0,86 -1,02

DE:4,33 DE:5,33


